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Glass transition, oC

Haze %

Moisture pickup

at 20oC, 40%RH

Youngs Modulus
at 20oC, GPa

Youngs Modulus 
at 150oC, GPa

Shrinkage in MD at 

150oC after 30 mins (%)

Upper temperature for processing, oC

78oC

120oC

180-220oC

18-20ppm/oC

0.05%

1000ppm

0.7%

150oC 4GPa

0.1%

1000ppm

0.7%

5GPa

3GPa
20-25ppm/oC 1GPa

Heat stabilised PET

Teonex® Q65A

CTE ppm/oC


